CHAOYAN TYPICAL VALUES
Luoyang Naibao New Materials Co., Ltd.
Material specifications and typical test values
Product Brown fused alumina Grade Grade I
Model / size F120 Category Abrasive grain
1. Chemical composition
No. Test item Unit Typical value Source reference
1 Alumina A1203 % 94.20 GB/T2481.2-1998
2 Silica SiO2 % 1.51 GB/T2481.2-1998
3 Ferric oxide Fe203 % 0.21 GB/T2481.2-1998
4 Titanium dioxide TiO2 % 2.97 GB/T2481.2-1998
2. Physical properties
No. Test item Scale / unit | Typical value Test method
1 Microhardness HV 0.2 2124 ASTM E384-2017
2 Magnetic material content % 0.0060 JB/T 6570-2020

3. Particle size and bulk density

Oversize Coarse grain Basic grain Combined grain Fine grain Bulk density*
* Original numerical value
Physical-property source report IDs
BL05154011-001 / CL01537048-001
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